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Sample Au Ag Cu

No, _Ppb __ppm ppm

22244 15 2.3 240

22245 15 2.6 280

22246 15 2.5 3500

222417 15 0.2 600

22248 60 0.6 1600

22249 15 -0.2 1000

22250 5 =0.2 260

22251 10 2.6 705

22252 10 2.7 200 :

22253 15 3.3 2850 5% 3%

22254 10 2.6 315 25 130 ,

22255 15 2.5 280 30 100 Ly :

20256 5 2.3 2150 15 145 5%
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